
Anchor  Extraction Test Sheet


	Anchor Type - Bolt Products
	Resin Type - KMR
	Date - 22/10/11
	Venue - Ingleton Quarry





	No.
	Deformation kN
	Peak Load kN
	Comments

	1
	20
	46
	

	2
	21
	49
	

	3
	20
	38
	

	4
	20
	43
	

	5
	21
	47
	Distortion kN -  Mean 20.7   Range 3

	6
	22
	49
	Peak Load kN - Mean 45.3   Range 12
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